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SUMMARY 

The insulat ion behavior of t h i n  sect ions (1/10 of an inch) of some t y p i c a l  

The insu la t ion  e f f i -  
charring mater ia ls  was studied a t  cold-wall convective heating r a t e s  between 
5 and 120 Btu/ft2sec i n  both arc-heated nitrogen and air .  
ciency ( the t o t a l  cold-wall heat input per i n i t i a l  pound of mater ia l  fo r  a back- 
face temperature r i s e  of 300' R) was used as a f igure  of merit i n  t h i s  
invest igat ion.  

Test r e s u l t s  indicate  t h a t  i n  both nitrogen and air  the  insulat ion e f f i -  
ciency i s  reduced a s  the  heating r a t e  i s  reduced. Furthermore, at  the  same cold- 
w a l l  heating r a t e ,  the insu la t ion  e f f ic iency  measured i n  air  w a s  always lower 
than i n  nitrogen with the  most pronounced reduction occurring a t  the lowest 
heating r a t e s .  Temperature measurements of the mater ia l  surfaces were higher i n  
air  than i n  nitrogen, suggesting t h a t  the  e f f ec t  of air environment on mater ia l  
performance i s  a consequence of exothermic combustion react ions 

INTRODUCTION 

I n  choosing a thermal protect ion system f o r  a reent ry  vehicle,  the  e f f e c t  
of both the magnitude and the duration of the heat pulse must be considered. 
For example, an ab la t ion  system which i s  highly e f f ec t ive  i n  protect ing the  
stagnation area of a b a l l i s t i c  vehicle m y  not be su i tab le  f o r  protect ing the  
afterbody of a lunar re turn  vehicle .  
r e l a t i v e l y  low r a t e  but of long duration, making the  over-al l  thermal d i f f u s i v i t y  
of the  system of prime importance. The majority of experimental invest igat ions 
t o  date have considered the  mass l o s s  performance of mater ia ls  a t  high heating 
r a t e s .  The r a t e  a t  which heat i s  conducted i n t o  ab la t ive  materials has been 
studied ( r e f s .  1 t o  4), but the s tudies  were made a t  heating r a t e s  grea te r  than 
50 Btu/ftZsec which a re  cha rac t e r i s t i c  of those encountered by the f ront  face of 
en t ry  bodies. 

The heating of such an  afterbody i s  a t  a 



Since insulat ion data  are needed for  t he  high-energy, long-time, low-heating 
r a t e  environment expected on af terbodies ,  t he  present invest igat ion was i n i t i a t e d  
t o  determine the  influence of low heating r a t e s  on the  insulat ion effect iveness  
of t h i n  sections of some typ ica l  composite ab la t ive  materials. 
were t e s t ed  i n  a high-energy, arc-heated stream a t  high as wel l  as low heating 
r a t e s  so  t h a t  the  data might be compared d i r ec t ly  t o  the  r e s u l t s  of reference 1. 
The present tes ts  were conducted i n  both air  and nitrogen t o  determine the  e f f ec t  
of gas composition on the  behavior of these materials. 
experiments a re  reported herein.  

The materials 

The r e s u l t s  of these 

NOTATION 

a19 a2, a3 

E 

E t  

L 

P 

Q 

q 

qr 

t 

T 

Tbr 

W 

W 

X 

OT 

E 

A 

P 

constants defined by equations (3) and (4) 

t e s t  stream energy 

t o t a l  input energy, mp, Btu/lb 

t e s t  sample thickness,  f t  

power supplied t o  electrodes,  kw 

t o t a l  cold-wall heat input,  q(t*T=soo) , Btu/ft2 

cold-wall convective heating r a t e ,  Btu/ft2sec 

rad ia t ive  heating rate, Btu/ft2sec 

6 

time, sec 

temperature, OR 

brightness temperature, OR 

t e s t  gas flow rate, lb/sec 

i n i t i a l  weight per u n i t  area, P i%,  l b / f t 2  

distance normal t o  surface 

temperature rise a t  back surface,  (T - Ti)x=L, 91 

surf ace emissivity 

wavelength, f t  

density,  l.b/ft3 
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Subscripts 

afterbody 

i n i t i a l  

stagnation point 

EXPERIMENT 

Fac i l i t y  

The m t e r i a l s  were t e s t e d  i n  a 4-inch-diameter, high-energy, supersonic, 
dissociated-gas stream generated by the  f u l l y  water-cooled a r c - j e t  wind tunnel ,  
described i n  d e t a i l  i n  references 5, 6, 7. The nominal conditions of the  f r ee  
j e t  t e s t  stream were: Mach number, 5.5; s t a t i c  pressure,  2.5X10-4 atm; impact 
pressure,  0.01 a t m ;  and t e s t  gas flow rate, 0.005 lb/sec.  
energy l e v e l  t o  the  a rc  w a s  varied from 5,000 t o  13,000 Btu/lb by changing the  
e l e c t r i c a l  input energy. The var ia t ion  of t e s t  stream energy w i t h  t o t a l  input 
energy (as determined by the  technique outlined i n  r e f .  5) i s  shown i n  f igure  1 
and demonstrates l i t t l e  change i n  performance when air  w a s  used i n  place of 
nitrogen a s  the t e s t  gas.  
vective heating r a t e s ,  from 5 t o  10 and from 40 t o  120 Btu/ftZsec, depending on 
the  model configuration. 

The t o t a l  input 

These stream conditions provided two ranges of con- 

Models 

Insulat ion models.- Since the  stream energy wits the  only t e s t  condition 
varied,  two d i f f e ren t  model configurations were necessary t o  obtain the  required 
range i n  heating r a t e s .  By locat ing the t e s t  samples on the afterbody of a 
hemisphere-cylinder, where the  s t a t i c  pressure was law, it w a s  possible t o  obtain 
the  low convective heating r a t e s  of primary i n t e r e s t  i n  t h i s  invest igat ion and 
s t i l l  t e s t  a t  high stream energies.  Conversely, data f o r  high heating r a t e s  were 
obtained at  the  stagnation point where the pressure was high. Two d i f f e ren t  con- 
f igura t ions  of afterbody samples constructed of the  t e s t  mater ia ls  were used. 
Model 1 had a half-cylinder sample as shown i n  figure 2 (a ) ,  and m o d e l  2 had a 
f u l l  cylinder sample a s  shown i n  f igure  2 (b ) .  
of model 2 had no circumferential  o r  longi tudinal  a i r  gaps i so l a t ing  it f romthe  
body. 
over the  t e s t  sample of model 1. A s  noted i n  f igure 2(b) ,  model 3 had the  same 
t e s t  sample geometry as model 2, but the  cooled hemispherical sect ion w a s  
replaced w i t h  one machined of the  t e s t  mater ia l  so tha t  the e f f e c t s  of upstream 
mass in j ec t ion  on the behavior of the  mater ia l  could a l s o  be measured. 
heating r a t e s  were obtained by placing the  t e s t  sample a t  the  stagnation point of 
a f la t - faced  cylinder (see f i g .  2 ( c ) ) .  
samples i n  a region of r e l a t i v e l y  uniform heating r a t e .  
constructed of the  following mater ia ls :  

I n  contrast  t o  model 1, the  sample 

Hence, model 2 was  u s e d t o  assess  the  e f f e c t  of these gaps on the  flow 
' 

High 

Both configurations placed the t e s t  
Test samples were 
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Materials 

N nylon Q quartz f ibe r s  
P phenolic r e s i n  M Wlamine 
PM phenolic microballoons percent weight f rac t ion  

Models 

Heating r a t e  models.- The cold-wall convective heat- t ransfer  r a t e s  a t  the  
respective t e s t  locat ions were determined with t rans ien t  type calorimeter models. 
For the afterbody rates, half and fu l l  cylinder copper calorimeters,  which had 
ex terna l  dimensions iden t i ca l  t o  the t es t  samples, w e r e  supported i n  models 1 
and 2 w i t h  small contact area t o  minimize conduction heat losses  (see f i g .  3 (a ) ) .  
The calorimeter model shown i n  f igure  3(b) was used t o  measure the  stagnation- 
point heating r a t e s .  

N, p, m, Q, 

50 50 
50 25 25 

50 22.5 22.5 5 
11.2 33.8 5 

percent percent percent percent 

Test Procedure and kasurements 

M, 
percent 

50 

Before the  mater ia l  samples were t e s t ed ,  stream propert ies  and cold-wall 
heating rates w e r e  measured a t  a n&er of a r c  input energy l eve l s  so that the  
desired environmental t e s t  conditions could be selected.  The technique fo r  
t e s t i n g  the  mater ia ls  w a s  similar t o  t h a t  outl ined i n  reference 5 .  
t es t  samples were placed i n  the  model body, which w a s  located on the  stream 
center l i n e  with t h e  stagnation point 1 inch downstream of the  nozzle e x i t  plane,  
The resis tance of each thermocouple w a s  measured, the  t es t  sample was  carefu l ly  
a l ined ,  and the  t e s t  chamber was evacuated. To eliminate the  e f f e c t s  of stream 
s t a r t ing  t r ans i en t s ,  a s p l i t  tubular shield w a s  placed over the model covering 
the  t e s t  sample area. The a rc  w a s  i n i t i a t e d  and the  nozzle w a l l  and box pressure 
were balanced. To achieve balanced flow, the  e x i t  pressure of the  nozzle w a s  
matched with the  t e s t  stream s t a t i c  pressure by t h r o t t l i n g  the  vacuum system. 
When steady flow conditions exis ted,  t he  shield w a s  quickly removed, thereby 
exposing the  model t o  a s tep  heat pulse. 
t he  sample were monitored and when the  temperature rise of the  back surface 
exceeded 300°R, the  tes t s  were terminated, 
photographed with a 16-IIE~ motion picture  camera t o  obtain a time record of 
surface phenomena. 

Br ie f ly ,  the  

Front and back surface temperatures of 

During the  t e s t  each sample w a s  

Heating rates.- The calorimeter technique of measuring cold-wall convective 
heating rates i n  high-energy streams has been described i n  d e t a i l  i n  both refer-  
ences 5 and 8. The method requires  the  measurement of the temperature-time 
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his tory  of a thermally insulated calorimeter having mass, m, surface area, A, 
and spec i f ic  heat ,  cp. 
material propert ies  a re  combined i n  the equation: 

The i n i t i a l  slope of t h i s  curve, (dT/dt)i, and the  

t o  y i e ld  the  heating r a t e  i n  the absence of ablat ion.  The var ia t ion  of both 
afterbody and stagnation-point heating r a t e s  with t o t a l  energy input for  nitrogen 
i s  given i n  f igure  4. The so l id  l i n e s  represent the  least squares f i t  calculated 
f romthe  data. The dashed l i n e  i s  the  theo re t i ca l  var ia t ion  of the  heating rate, 
%, t o  t he  cy l indr ica l  afterbody with stream energy, and w a s  calculated by com- 
bining the  heat- t ransfer  r a t i o ,  k/qs,  given i n  reference 9,  with the  stagnation- 
point r a t e ,  qs, obtained by modifying the  f la t - faced  cylinder data t o  take 
account of t he  difference i n  stagnation point veloci ty  gradient.  The agreement 
between t h e  theory and l e a s t  squares f i t  l i n e  i s  wel l  within the  deviation of 
t he  data f romthe  so l id  l i n e .  It w a s  assumed i n  the  calculat ion of reference 9 
t h a t  t he  flow over the afterbody was both laminar and attached. 
of the  afterbody heat-transfer data with the theory thus suggests t h a t  the  flow 
over the  afterbody heat- t ransfer  model w a s  a l s o  attached and laminar. 
possible t o  make the  same assumption regarding the flow over the  t e s t  sample, 
since the  radial dimension of the  sample was reduced during the  t e s t .  
question then a r i s e s  as t o  the poss ib i l i t y  of separation occurring i n  t h i s  cavi ty  
formed by ab la t ion  and the  e f f ec t  of the  separated flow on the  average heat- 
t r ans fe r  r a t e  t o  the  sample. Therefore, t o  invest igate  the  e f f ec t  of dimension 
change on heating rate, heat- t ransfer  measurements were repeated with the  calo- 
rimeter shown i n  f igure 3(a) ,  having the  upper surface stepped 0.090 inch below 
the  contour of t he  body. The data obtained with t h i s  model a r e  presented i n  
f igure 4 and a re  i n  subs tan t ia l  agreement with the  smooth contour data, indi-  
cat ing t h a t  t he  flow, i f  separated, reat taches very close t o  the  or ig in  of the  
s tep.  These data  exhibi t  t he  same t rend  as the  data and theory of Larson for  
very highly cooled w a l l s  ( r e f .  10). 

The agreement 

It i s  not 

The 

The high and low heaking-rate measurements were repeated i n  a i r  t o  see 
whether t he  t e s t  gas composition had any e f f ec t  on the  cold-wall heating r a t e  
leve ls .  It i s  noted i n  f igure 4 t h a t  t h e  measurements obtained i n  a i r  agreed 
over t he  e n t i r e  stream energy range with the  heating r a t e s  obtained previously 
i n  nitrogen. 

Back-face temperature measurements. - ‘The back-face temperature h is tory  of 
a l l  t he  t e s t  samples w a s  determined using chromel-alumel thermocouples attached 
t o  a t h i n  copper substrate cemented t o  the  r ea r  face of the  samples with RTV 60 
r e s i n  bond: 
added t o  duplicate the  bond thickness used by Brooks, e t  a l . ,  i n  reference 1. 
The thermocouple junctions were peened i n t o  smll holes dr i l l ed  i n  the  substrate  
t o  assure a good thermal contact,  
inch diameter were used t o  minimize possible conduction losses .  
s ens i t i v i ty  of each thermocouple was obtained pr ior  t o  t e s t i n g  the  ab la t ion  
models by measuring the  thermocouple resis tance R t c ,  This res i s tance ,  t he  
s e n s i t i v i t y  of the  thermocouple 

A small percentage of 0.003-inch-diameter microbrite beads w a s  

Chromel-alumel thermocouple wires of 0.003- 
The over-al l  

Stc (mi l l ivo l t s  per degree Rankine), and the  
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previously measured galvanometer res is tance Rg and s e n s i t i v i t y  Sg when 
subs t i tu ted  i n t o  the  re la t ionship  

y ie lds  the over -a l l  s ens i t i v i ty .  The s e n s i t i v i t y  calculated from t h i s  equation 
w a s  checked f o r  some of the  thermocouples by immersing the  substrate  i n t o  two 
water ba ths  a t  d i f fe ren t  temperatures, and the  temperature difference divided by 
the  difference i n  galvanometer def lect ions agreed very wel l  with the calculated 
value s 

Surface temperature measurements .- For the  low heating r a t e  t e s t s  conducted 
i n  nitrogen with the  afterbody model, the  surface temperatures were measured 
with a radiometer temperature transducer,  which w a s  mounted on the inside of the  
tunnel t o  avoid intervening opt ics .  An image of the  surface w a s  focused on the  
radiometer thermocouples, and the  output w a s  read on a recorder.  

The surface temperatures of the  stagnation-point models exceeded the  range 
of the radiometer transducer; hence, an op t i ca l  pyrometer w a s  mounted outside 
the  tunnel so  t h a t  the  temperatures could be observed v isua l ly .  

The radiometer w a s  ca l ibra ted  over t he  temperature range 540' t o  2460' R 
by r e l a t ing  i t s  output s igna l  t o  the  temperature of an oxidized, cas t  i ron  slug 
placed a t  the bottom of a deep, e l e c t r i c a l l y  heated, graphite crucible .  The 
slope of t h i s  ca l ibra t ion  curve, when compared t o  the  slope of the black-body 
curve ( E  = 1) yielded an e f f ec t ive  emissivity of 0.88 for t he  ca l ibra t ion  system. 
Reference 11 repor t s  t h a t  t he  emissivi ty  of a typ ica l  phenolic nylon i s  a l s o  
0.88 i n  the temperature range 150' t o  llOOo R .  
the  phenolic mater ia l  i n  i t s  high-temperature charred conditions but fo r  a 
comparable surface (rough carbon) the  emissivi ty  i s  0.6 at lgOOo R (see ref.  12) .  
The difference between the  emissivity of the  t e s t  surface and ca l ib ra t ion  system 
requires  t h a t  the  following correct ion be applied t o  obtain the  t r u e  surface 
temperature : 

No emissivity data exis ted f o r  

J E 

4 This expression, which w a s  deduced from the  radiaton equation 
yields  a difference of only 9 percent when the emissivity of the  surface i s  
assumed t o  be 0.6. 
radiometer readings have been reported herein.  

qr = E O ( T ~ = ~ )  , 
Since the  emissivity i s  not known accurately,  the uncorrected 

The op t i ca l  pyrometer used t o  measure higher surface temperatures had been 
ca l ibra ted  against  a standard tungsten lamp which had i n  t u r n  been ca l ibra ted  by 
the  National Bureau of Standards. The major source of e r ro r  i n  measurements 
made with t h i s  instrument was the  departure of the  emissivity of t he  t e s t  surface 
from uni ty .  The equation of reference 13 (given here i n  the  nomenclature of 
the  present repor t )  may be used t o  calculate  the t rue  temperature from the  

6 



measured brightness temperatures. 

2n E ( ~ , T )  = 0.0849 f t  OR (+ - 2) 
A Tbr x=o 

The equation y ie lds  a difference of 6 percent between the  t rue  temperature and 
the  measured brightness temperature, provided t h e  surface of t he  sample a c t s  as 
a grey body (E = 0.6 over e n t i r e  spec t ra l  range).  
temperature emissivity i s  not known accurately,  t he  brightness temperature has 
been reported as the  surface temperature. Since the  primary objective of t h i s  
research program w a s  t o  measure the  back-face temperature r i s e s ,  and because 
only the  trends of t he  surface temperature with heating rate and stream composi- 
t i o n  were desired,  t he  uncertainty i n  the  measurements introduced by the  radi- 
ometer and op t i ca l  pyrometer were not considered ser ious.  

Once again,  because the high- 

RESULTS AND DISCUSSION 

Experimental Data 

Back-face temperature.- Typical var ia t ions of the  back-face temperature 
with t i m e  f o r  both stagnation-point (high heating rate) and afterbody (low 
heating r a t e )  models (nos. 4 and 1, respectively) t e s t ed  i n  a i r  and nitrogen 
are presented i n  f igure  3. 
a f fec t  t he  shape of these curves. F i r s t ,  we note t h a t  a t  any t i m e  as the  heating 
r a t e  i s  increased, t he  temperature i s  a l s o  increased. Secondly, the  gas compo- 
s i t i o n  has very l i t t l e  e f f ec t  a t  the  high heating r a t e s ,  but results i n  a large 
difference i n  temperature a t  the  lower heating r a t e s .  Final ly ,  a comparison of 
t h e  i n i t i a l  t r ans i en t s  indicates  t h a t  the  heat pulse penetrates t o  the  back face 
more rapidly at  t h e  higher heating rates. 

The heating rate l e v e l  and t e s t  gas composition both 

Surface temperature.- The var ia t ions of surface temperature with t i m e  a t  
heating r a t e s  comparable t o  those of f igure 5 are  shown i n  f igure  6 fo r  nitrogen 
and a i r .  The behavior of the  surface temperatures i s  analogous t o  t h a t  exhibited 
by the  back-face temperature shown i n  f igure  5; t h a t  i s ,  higher surface tempera- 
t u re s  occur a t  the  higher heating r a t e s  and the  gas com$osition has a more pro- 
nounced e f f ec t  a t  the  lower heating rates. The difference i n  the  back-face 
temperature r i s e  h is tory  a t  the  lower heating r a t e s  ( f i g .  5 )  appears t o  be a 
d i r ec t  consequence of the  higher surface temperatures measured i n  air  as shown 
i n  f igure  6. 

The var ia t ion  of steady-state surface temperature with heating r a t e  shown 

Included i n  the f igure  a r e  some unpublished temperature measure- 

This p lo t  indicates  t h a t  t he  difference i n  

i n  f igure 7 w a s  obtained by the  extrapolation of curves such as those shown 
i n  f igure 6. 
ments obtained a t  Iangley and Ames i n  high-energy tes t  f a c i l i t i e s  at  heating 
rates i n  excess of 200 Btu/ft2sec. 
surface temperature f o r  samples t e s t e d  i n  a i r  and i n  nitrogen i s  most severe at  
low heating rates (4 t o  1-3 Btu/ft2sec) where the  r a t i o  of a i r  t o  nitrogen surface 
temperature (Tair/QJ,)X=O, i s  1.68, while a t  higher heating rates t h i s  r a t i o  
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i s  only 1.06. 
determined i n  a i r  with the  radiometer and opt ica l  pyrometer a re  i n  good agree- 

We note a l s o  t h a t  a t  the  low heating r a t e  t he  surface temperatures 

Insulat ion Time 

1 

2 

The insulat ion time (time for  the  back face of the  material  t o  experience 
a temperature r i s e  of 300' R) when conjbined with the  cold-wall heating rate and 

36 N2, a i r  
45 N2, a i r  

2(b)  45 N2 Present 

Q - q(tm=300) 
W I w '  1 i n i t i a l  weight per un i t  area y ie lds  the  insulat ion eff ic iency,  - - 

45 

I 

which w a s  previously defined i n  reference 1. 
parameter f o r  the  evaluation of materials fo r  the protect ion of low heating rate 
areas  have been thoroughly discussed i n  references 1 and 2 .  However, a b r i e f  
discussion of t he  300' R back-face temperature r i s e  l i m i t  i s  i n  order a t  t h i s  
time. 
mechanical means (e  .g. ,  bolts), or  by a conibination of the  two.  Mechanical 

1 methods usual ly  employ fastening members which a re  attached t o  holes i n  the 
1 abla t ion  material .  Since there  i s  some question as t o  the  s t ruc tu ra l  i n t eg r i ty  
, of an ablat ion mater ia l  which has a number of large holes ,  epoxy r e s i n  bonds have 

1 the  s t rength of the  majority of bonding agents decreases rapidly as the  tempera- 
[ t u re  i s  increased and reference 14 c i t e s  an upper safe l i m i t  of operation of 
i about 1 2 6 0 ~  R .  

back-face surface i s  l imited t o  a 300' R r i s e ,  a 400 
e x i s t  f o r  the  design. 

The reasons fo r  select ing t h i s  

A heat shield may be attached t o  i t s  substructure by a bonding agent, by 
I 

I been proposed fo r  joining the ab la t ion  mater ia l  t o  the  substructure.  However, 

Thus, f o r  an i n i t i a l  heat shield t e  erature  of $0' R ,  i f  the  
R fac tor  of sa fe ty  w i l l  9 

The ef fec t  of heating ra te . -  The var ia t ion  of the r a t i o  of insulat ion t i m e  

t o  i n i t i a l  weight per un i t  area (tAtG3Oo) with heating r a t e  fo r  a 50-25-25 

composite p l a s t i c  i s  p lo t ted  i n  f igure  8. The data were obtained with the  
combination of models, dens i t ies ,  and t e s t  gases shown i n  the  following t ab le :  I 

A i r  R e f .  8 

1 Figure 1 Density, l b / f t 3  I Test gas 1 Faci l i ty1  

I 8 



The afterbody data  of model 1, when compared t o  the  stagnation-point data 
of model 4, show t h a t  the  insu la t ion  time i s  increased by a fac tor  of 3 ( i n  
nitrogen) as the  heating rate i s  decreased from 100 t o  8 Btu/ft2sec.  Also con- 
ta ined  i n  f igure  8 a r e  data from models 1 and 4 t e s t e d  i n  a i r .  
d i a t e ly  t h a t  the  insu la t ion  performance of the  t e s t  samples i n  t h i s  environment 
was lower than previouly obtained i n  nitrogen. 
occurred a t  the lower heating r a t e s .  The e f f ec t  of gas composition on the 
insu la t ion  e f f ic iency  w i l l  be discussed. 

It i s  seen i m e -  

The most severe reduction 

The so l id  l i n e  shown i s  the  l e a s t  squares cor re la t ion  of the  data obtained 
The two broken l i n e s  a r e  theo- with the  45 l b / f t 3  mater ia l  t e s t e d  i n  nitrogen. 

r e t i c a l  estimates of the  var ia t ion  of insu la t ion  time with heating r a t e .  The 
upper l i n e  w a s  calculated assuming t h a t  the  mater ia l  behaved i n  such a manner 
t h a t  time could be exchanged f o r  heating r a t e ,  t h a t  i s ,  f o r  a given thickness of 
mater ia l  tAT=300 = constant/q. It w i l l  be noted that i f  t h i s  method i s  used 
t o  predict  insu la t ion  times f o r  the  low heating rates from high heating r a t e  
data, a considerable e r ro r  w i l l  ex i s t  (a fac tor  of 10 ) .  
reference 15 have derived a s e t  of equations which describe the  t r ans i en t  behav- 
i o r  of a composite mater ia l  exposed t o  convective heating. The d i g i t a l  program I 

f o r  the  solut ion of these equations w a s  used on a 7090 IBM computer t o  obtain 
the  temperature p r o f i l e  through the  mater ia l  a t  various times f o r  a 0.1 inch 
th ick  sample of mater ia l  e q o s e d  t o  heating r a t e s  and enthalpies  corresponding 
t o  the  t e s t  conditions.  The calculated temperature r i s e s  were i n  reasonable 
agreement with the  experimental data even though there  w a s  uncer tainty i n  the  
i n t r i n s i c  material proper t ies ,  such as heat of degradation, and i n  the  char layer  
propert ies .  The calculat ions were adjusted t o  agree with the  data  at q = 60 
Btu/ftZsec, and the  resu l t ing  t rend  i s  shown by the  lower broken l i n e .  
i s  seen, both experimentally and ana ly t i ca l ly ,  t h a t  the insu la t ion  time i s  not 
inversely proportional t o  the  heating rate as predicted by the  simplified theory.  

Munson and Spindler i n  

1 
Thus, it 

I 

The e f f e c t  of gas composition.- Two experimental observations indicated an 
addi t iona l  heat f l u x  t o  the  surface of t he  t e s t  samples which were exposed t o  an 
oxidizing stream: F i r s t ,  the  surface temperatures a t  both low and high heating 
r a t e s  were grea te r  i n  a i r  than i n  nitrogen (see f i g .  7);  second, a post-run 
inspection of t he  afterbody surfaces revealed t h a t  a considerable f r ac t ion  of t he  
ac t ive  mater ia l  (nylon) had melted and s o l i d i f i e d  on the  samples t e s t e d  i n  n i t ro-  
gen. The r e s u l t s  
of reference 5 indicate  t h a t  a higher heating rate i s  necessary for vaporization 
than f o r  melting. 
by the  combustion of vaporized species (homogeneous react ions)  or by surface 
oxidation (heterogeneous reac t ions)  . 

I 

I 
In  a i r ,  however, t he  ac t ive  mater ia l  had completely vaporized. 

This difference i n  heat f l u x  can, perhaps, be accounted f o r  

Therefore, addi t iona l  back-face temperature-time responses of 0.1 inch th ick  
samples of the  t e s t  mater ia ls  were obtained i n  the  same f a c i l i t y  with a i r  as the  
t e s t  gas ,  a t  heating rates and enthalpies  c lose t o  those f o r  t he  nitrogen tes t s .  
The data f romthese  t e s t s  a r e  p lo t ted  i n  f igure  8. The stream w a s  contaminated, 
however, by tungsten f r o m t h e  a r c  heater e lectrodes,  and t o  determine the  e f f e c t  
of t h i s  contamination, the  same mater ia l  w a s  t e s t e d  a t  comparable stream condi- 
t i o n s  i n  the  Ames concentric r ing  a r c  heater (described i n  ref.  8 ) ,  which had a 
low contamination l e v e l .  The data, a l s o  shown i n  f igure  8, show t h a t  stream 
contamination d id  not a l t e r  the  high heating r a t e  da ta .  Furthermore, t he  data  
obtained i n  air and nitrogen exhibit  t he  same t rend  as the  surface temperature 
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measurements; t h a t  i s ,  f o r  
agree closely,  while a t  
i s  l/3 lower than the l e a s t  squares l i n e  f i t t e d  t o  the nitrogen data. 

q grea te r  than 20 Btu/ftZsec, t he  insulat ion times 
q = 7 Btu/ft2sec, the insulat ion time measured i n  a i r  

The combustion heating of ab la t ing  surfaces has been considered i n  d e t a i l  
f o r  both homogeneous (gas phase) and heterogeneous (surface oxidation) react ions 
(see r e f s .  16, 17, 18) .  The scope of the  present invest igat ion did not include 
a determination of the type of react ion (gas or  surface) or a de ta i led  study of 
the r e su l t an t  surface ab la t ion .  However, post-run inspections of t he  low heating 
r a t e  models and measurements of the  t o t a l  mass l o s t  by the  samples did show t h a t  
more mater ia l  w a s  l o s t  i n  the a i r  t e s t s .  These preliminary data indicate  t h a t  
the react ions a r e  mainly heterogeneous, but fur ther  experimeatal study of t h i s  
separate problem i s  necessary. 

The e f f ec t  of other parameters,- A s  previously s t a t ed ,  the  primary purpose 
of the  present study w a s  t o  determine the  influence of heating r a t e  and t e s t  gas 
composition on the insu la t ion  behavior of a typ ica l  mater ia l .  However, t he  
e f f ec t s  of other t e s t  var iables ,  namely, enthalpy, t e s t  sample geometry, upstream 
mass in jec t ion ,  mater ia l  densi ty ,  and mater ia l  composition, on the t e s t  r e s u l t s  
were a l s o  considered. The influence of each of these var iables  w i l l  be discussed 
i n  the  order given. 

Enthalpy: References 5 and 8 a re  representat ive of the  mny experimental 
s tudies  of mater ia ls  which depolymerize t o  a gas a t  a r e l a t ive ly  low temperature. 
These t e s t s  have indicated t h a t  the  primary heat blockage mechanisms of such 
materials i s  the  surface shielding due t o  mass in jec t ion ,  a process which i s  
highly dependent on stream enthalpy. 
mental technique of the  present study i n  which the  e f f e c t  of heating r a t e ,  a t  a 
given body locat ion,  on the  mater ia l  behavior w a s  obtained by changing the  
enthalpy. In  contrast  t o  the  r e l a t ive ly  simple blowing phenomena occurring a t  
the surface of a subliming mater ia l ,  the  decomposition of a charring mater ia l  i s  
a highly complex i n t e r n a l  process, which has been described thoroughly i n  the  
l i t e r a t u r e  (see,  e .g., r e f .  1). A s  indicated by the data of reference 4, t h e  
primary r e j ec t ion  of heat i s  accomplished by re rad ia t ion  from the  high surface 
temperatures so t h a t  one would not expect enthalpy t o  have a strong e f f e c t  on the  
in t e rna l  behavior of a charring mater ia l .  This supposition i s  substant ia ted t o  
a degree, by the  data of figure 8(a) where the  var ia t ion  of insu la t ion  time with 
heating r a t e  appears t o  be independent of the  enthalpy which has been changed by 
a f ac to r  of 2 i n  both the  low and high heating r a t e  t e s t s .  This observation i s  
ce r t a in ly  not adequate ver i f ica t ion ;  therefore ,  l e t  us consider some addi t iona l  
experimental measurements performed a t  the  same heating condition, but obtained 
by two d i f f e ren t  modes of heating. The most per t inent  information i s  contained 
i n  reference l w h i c h  discussed t e s t  r e s u l t s  obtained with samples heated con- 
vectively at 100 Btu/ft2sec i n  a 3000 Btu/lb stream and rad ian t ly  i n  the  absence 
of any high enthalpy flow. It i s  shown t h a t  the  time f o r  the back face t o  experi- 
ence a 300° R r i s e  w a s  the  same i n  both cases.  Furthermore, the  data were 
repeated a t  a number of heating r a t e s  and it w a s  concluded t h a t  the  mode of heat- 
ing did not a l t e r  the  performance of t he  charring composite p l a s t i c  t e s t e d .  It 
i s  of i n t e r e s t  t o  note t h a t  the  data point i n  f igure 8(a)  a t  20 Btu/ft2sec w a s  
obtained i n  a vacuum with a rad ian t  source and ye t  agrees with convective heating 
data. R .  Dickey and J. Haacker, who obtained t h a t  point ,  a l s o  made measurements 

It i s  log ica l  then, t o  question the  experi- 
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a t  high convective heating r a t e s  i n  air a t  enthalpies much lower than those of 
t he  present investigation; ye t ,  as shown i n  f igure  8 (a) ,  the  two s e t s  of data 
agree. When a l l  of t h i s  information i s  considered, it appears t h a t  enthalpy 
plays only a secondary r o l e  i n  influencing the behavior of high-temperature 
charring composite mater ia ls .  

Test sample geometry: The r e s u l t s  o f  the  t e s t s  of model 2, which had a f u l l  
cylinder t e s t  sample, a r e  p lo t ted  i n  f igure  8(a) .  
those previously obtained with model 1 indicated t h a t  the  a i r  gap, which sepa- 
ra ted  the  ha l f  cylinder t e s t  sample from -the body of model l, had l i t t l e  e f f e c t  
on the  performance of the  material;  t h a t  i s ,  no appreciable in t e rna l  flow occurred 
nor w a s  the  heat t r ans fe r  t o  the  sample a l t e r e d  by the  presence of the  insu la t ion  
gap * 

Comparison of these data with 

Mass in jec t ion :  The nose segments of both models 1 and 2 were water cooled. 
This raised the  question of what e f f e c t  upstream mass in jec t ion  would have upon 
the  heating rate and subsequent behavior of the afterbody t e s t  samples. To 
invest igate  t h i s  question i n  d e t a i l ,  model 2 w a s  modified by replacing the  water- 
cooled sect ion ahead of the  t e s t  sample with segments similar i n  geometry but 
machined of t he  t e s t  material (see f i g .  2 ) .  This configuration (model 3)  w a s  
t e s t e d  i n  nitrogen and motion p ic tures  were taken of each run. I n  contrast  t o  
models 1 and 2, where the  or ig in  of the  ab la t ion  layer  coincided with the  leading 
edge of the  t e s t  sample, these p ic tures  revealed t h a t  t he  nose section immedi- 
a t e l y  began t o  ablate and the  r e su l t an t  highly luminous layer  of in jec ted  gases 
covered the  e n t i r e  model. I n  s p i t e  of t h i s  apparent large increase i n  mass 
in j ec t ion  ahead of the  t e s t  sample,the data  from model 3 agreed with t h a t  previ-  
ously obtained with models 1 and 2 (see f i g .  8 ( a ) ) .  
l o c a l  mass in j ec t ion  occurring a t  the  t e s t  sample i s  more important i n  determin- 
ing the  l o c a l  r a t e  of heat t r ans fe r  than the mass in jec t ion  occurring upstream 
of the sample. 

It appears, then, t h a t  t h e  

Material  density:  The e f f e c t  of i n i t i a l  mater ia l  density on insu la t ion  time 
was measured a t  both low and high heating r a t e s .  
f igure  8 (a) ,  indicate  t h a t  t he  insu la t ion  times measured with the  low-density 
samples w e r e  longer than those obtained w i t h  high-density samples. This increase 
i n  insu la t ion  t i m e  with decreasing density,  which apparently r e s u l t s  from a lower 
thermal d i f f u s i v i t y ,  agrees with the  experimental t rend reported i n  reference 1. 

The da ta ,  included i n  

Material  composition: The materials were a l s o  t e s t e d  t o  determine the  
e f f e c t  of t h e i r  composition on insu la t ion  time. I n  view of the  e f f ec t  of mate- 
r i a l  densi ty  discussed i n  the  previous sect ion,  a low-density cork composite w a s  
tested extensively i n  both nitrogen and a i r .  
show t h a t  t he  over-al l  performance of t he  cork i s  b e t t e r  than t h a t  of t he  p l a s t i c ;  
however, t he  performance i s  a f fec ted  more by air exposure a t  the  higher heating 
r a t e s .  
with the  measurements of Tellep, e t  a l . ,  presented i n  reference 19. However, 
t h e  f a c i l i t y  of reference 19 w a s  a graphite heater  through which nitrogen w a s  
passed and heated, and then oxygen added t o  the  tes t  stream. A s  indicated by 
Georgiev and Rose i n  reference 18, if the  free oxygen content of the  stream i s  
depleted by combining with the hot graphite p a r t i c l e s ,  the stream i s ,  i n  e f f e c t ,  
i n e r t .  
data and t h a t  of reference 19. 

The data p lo t ted  i n  f igure  8(b)  

The difference i n  nitrogen and a i r  a t  low heating rates does not agree 

This i s  a possible explanation f o r  t he  difference between the present 
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Test r e s u l t s  presented i n  f igure 9 show t h a t ,  i n  general, the  performance 
decreased as the  density w a s  increased. For example, cork, t he  l i g h t e s t  mater ia l  
having a density of 29 l b / f t 3  was the  most e f fec t ive  i n  l imit ing the  inward 
diffusion of heat ,  while t he  heaviest material ,  50 N 50 P, which weighed 
75 1b / f t3  w a s  the  l e a s t  e f fec t ive .  
time upon density i s  readi ly  seen i n  f igure  9,  where the  r a t i o  

The quant i ta t ive dependence of insulat ion 

has been p lo t ted  as a function of i n i t i a l  material  density fo r  heating rates of 
10  and 100 Btu/ft2sec i n  a nitrogen stream. It w i l l  be noted tha t  t h i s  r a t i o  
appears t o  be independent of heating r a t e ,  but the  r a t i o  w i l l  depend upon the  
gas composition since the  cork data, as shown i n  f igure  8 (b ) ,  i s  a function of 
gas composition a t  both high and low heating r a t e s .  
of the  other materials had been t e s t ed  so le ly  i n  nitrogen so t h a t  insuf f ic ien t  
data exis ted f o r  a f igure simi-lar t o  f igure 9 fo r  a i r  exposure. 

Unfortunately, the majority 

Measurements of Insulation Efficiency 

To compare the  present r e s u l t s  with those of other invest igat ions,  t he  data 
of f igure 8 a re  combined t o  y ie ld  the  insulat ion eff ic iency 

which i s  p lo t ted  as a function of 
t h i n  sections of mater ia l  as the  heating r a t e  decreases, the  insulat ion e f f i -  
ciency a l s o  decreases i n  sp i t e  of an increase i n  the  insulat ion time. This 
apparent anomaly i s  due t o  the  appearance of g i n  t he  numerator of Q/W, and 
t o  the  percentage decrease i n  q far exceeding the  percent increase i n  insula- 
t i o n  time. For example, when q i s  decreased by a fac tor  of 10 from 100 t o  
10 Btu/ft2sec, t he  insulat ion time i s  increased by a fac tor  of 2.8. The varia- 
t i o n  of f o r  a thicker  sample (0.48 i n . )  of more dense (75 l b / f t3 )  
material  (50 percent nylon, 50 percent phenolic nylon, r e f .  1) i s  a l s o  shown i n  
f igure  9. It i s  noted immediately that when these data are  extrapolated t o  the  
lower heating rates, the  values of insulat ion eff ic iency a re  twice as large as 
those of the present t es t  data. This apparent increase i n  performance could be 
due t o  e i the r  t he  thicker  copper substrate  (0.12 i n . )  or  th icker  material sample 
used i n  the  t e s t s  of reference 1. 

q i n  f igures  lO(a) and ( b ) .  Note L a t  f o r  

Q/W with q 

The e f f ec t  of these two model parameters on the  insu la t ion  eff ic iency w a s  
obtained both ana ly t ica l ly  and experimentally. 
program had provisions f o r  adding substructure mater ia l  t o  t he  composite 
ab la t ion  mater ia l .  Therefore, the  var ia t ion  of Q/W with g w a s  computed for 
various thicknesses of substructure,  f o r  a material  thickness of 0 .1  inch. The 

The previously mentioned computer 

12 



calculat ions show t h a t  at  high heating r a t e s ,  the substructure thickness had 
l i t t l e  e f f e c t ,  since the  r a t i o  of heat stored i n  the  calorimeter t o  t h a t  t rans-  
mitted t o  the  surface w a s  small. However, a t  low heating r a t e s ,  the heat s tored 
i n  the substrate  becomes an appreciable f r ac t ion  of t he  incident f lux .  Hence, 
as the  heat capacity i s  increased (i .e . ,  substrate  becomes th i cke r )  t he  insula- 
t i o n  e f f ic iency  apparently increases.  Measurements of the back-face temperature 
r i s e  were a l s o  made with t e s t  samples 
having no substrate  (i .e. ,  thermocouples 
attached d i r e c t l y  t o  the  mater ia l ) ,  and 
these measurements agreed with the cal-  
culated trend; t h a t  i s ,  a t  high heating 
r a t e s ,  there  was no difference i n  
tm=300, while a t  low heating r a t e s  
tm=300 w a s  decreased f romthe  values 
obtained from models having substrates .  
The reduction w a s  only 10 percent and 
thus it may be concluded tha t  the  heat- 
sink e f f e c t  of th ick  substrates  i s  only 
of consequence when the  heating r a t e  i s  
low. 

I n  order t o  invest igate  the  e f f e c t  
of t e s t  sample thickness on Q/W, l e t  us 
approximate the  form of the  temperature- 
time h i s t o r i e s  shown i n  f igure  5 ,  by the  
s t r a igh t  l i n e  as shown i n  sketch ( a ) ,  

where t i  i s  the  t r ans i en t  time f o r  the  
heat pulse t o  penetrate t o  the  back sur- 

/ I 

Time, t , seconds 
-I ti I-- 

Sketch (a) 

a t  
a T  

face and - i s  proportional t o  the heating rate t o  the back surface (the dif-  

ference between the  net  heating rate t o  the  surface and the rate of heat storage 
i n  the  mater ia l ) .  
obtain 

Cortibining t h i s  equation with the  expression f o r  Q/W, we 

where ti and a t / a T  a re  both functions of Li and q, 
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Sketch (b)  

To obtain the  functions f l  and f2,  t e s t  
samples similar t o  those used i n  refer-  
ence 5 (see a l s o  sketch ( b ) )  were con- 
s t ructed of the  material  50 N 50 P t o  
represent sample thicknesses of 0.060, 
0.120, and 0.70 inch. The models were 
used t o  minimize the r a d i a l  conduction 
of heat from the  s ides  of the  model 
which becomes appreciable f o r  a 0.5 
inch body diameter when the  t e s t  sample 
length exceeds 0.20 inch. The samples 
were t e s t ed  a t  heating r a t e s  of 92, 117, 
147, and 186 Btu/ft2sec. 
indicated t h a t  both 
increased l i nea r ly  with increasing 
length and were r e l a t ive ly  insensi t ive 
t o  q i n  the range (92 < g < 186). 
Theref ore,  

The r e s u l t s  
ti and a t / a T  

(3) 

which subst i tuted i n  equation (1) yields  

(4) 
A comparison of t h i s  equation with the data i s  shown i n  sketch ( b ) .  
remembered t h a t  the  derived equation i s  approximte,  and may not be applicable 
when the  heating r a t e  d i f f e r s  appreciably from the  range of t he  measurements. 
Combining equations (4)  and (2 )  yields  

It must be 

Equation ( 5 )  shows t h a t  Q/W i s  independent of L i  a t  heating rates from 92 t o  
186 Btu/ft2sec 
lower heating rates, i f  it i s  assumed that ablat ion and charring are confined t o  
a narrow region near the  surface,  the  conduction process m y  be represented as a 
conventional one-dimensional slab problem. The Fourier modulus U t / L i 2  now 
determines both 
t i o n  (3) a re  no longer va l id .  Thus, the  low heating rate values of Q/W are 
dependent on the  sample thickness,  with higher values being obtained as the  
thickness i s  increased. One must, therefore ,  be carefu l  i n  using t h i s  parameter 
t o  "generalize" arc- j e t  wind-tunnel data. 
cate the  heat shield thickness,  bonding agent, and substructure as wel l  as the  
shape and duration of the  heat pulse i f  design data a re  required. 

which agrees with the  data of f igure l O ( a ) .  However, at  the  

t i  and a t / a T ,  and the  simple empirical re la t ionships  of equa- 

In  f a c t ,  it may be necessary t o  dupli- 



Ablation Rate 

The choice of a thermal protection material  depends on more parameters than 
insulat ion eff ic iency alone. This i s  only a f igure of r e l a t i v e  merit and, as 
such, can be used t o  compare materials i n  a given environment. One of t he  most 
important of these parameters i n  control l ing the  over-al l  system weight i s  the  
a b i l i t y  of t he  mater ia l  t o  r e s i s t  surface erosion. That i s ,  the t o t a l  ablat ion 
rate, which includes material  removed by oxidation as well  as thermal and mechan- 
i c a l  forces ,  must a l s o  be considered when designing a fu l l - sca le  heat shield.  
It must be noted t h a t  even though cork i s  a more e f f i c i e n t  insulator  than the  
lightweight phenolic, almost a l l  the or ig ina l  material w a s  consumed by ablat ion 
during i t s  exposure t o  the  stream. However, the  lightweight phenolic although 
charred receded only a small amount. Thus, the  p l a s t i c  mater ia l  could furnish 
some thermal insulat ion on the  second pass of a skip-type t r a j ec to ry  and on a 
fu l l - sca le  vehicle would l i m i t  dimension changes which might al ter i t s  aero- 
dynamic charac te r i s t ics .  

CONCLUDING WMARKS 

The insulat ion behavior of several  charring materials w a s  evaluated 
experimentally i n  both arc-heated nitrogen and air a t  low and high heating rates. 
The materials behaved more favorably when exposed t o  high heating r a t e s  fo r  
short  times as opposed t o  a long time low heating r a t e  exposure. 
of performance, which i s  a t t r i bu ted  t o  conibustion, w a s  observed when the  t e s t  
gas was a i r ,  
where it appears the  combustion and convective heat inputs are comparable i n  
magnitude, 
of heating rate and tes t  stream composition; however, the  performance l e v e l  w a s  
d i f f e ren t  fo r  each material .  In  general, the  lower density materials, such as 
cork, were the  most e f f i c i e n t  over t he  e n t i r e  range of t e s t  conditions. 

A degrad&ion 

The most pronounced reduction occurred at  the  lower heating rates 

A l l  the  materials exhibited t h i s  same trend with regard t o  the  e f f ec t  

The present study w a s  confined t o  the  behavior of materials under laminar, 
at tached flow conditions and it i s  recognized t h a t  on the  afterbody of a full-  
scale reentry vehicle where the  heating rate i s  low, there  may be regions which 
experience turbulent ,  separated flow. Therefore it would be worthwhile t o  
invest igate  the  e f f ec t s  of these conditions on the  performance of charring 
materials. 

Ames Research Center 
National Aeronautics and Space Administration 

Moffett Field,  Calif., March 29, 1963 
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